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Bowbr-Ckni, lac.
12980 Ufea Cedar Dr. 
Lakewood, Colorado 80228 
(30J)9894404

EC
BONDAR CLEGG

Geochemical
Lab Report

REPORT: 098-116? ( COMPLETE ) | REFERENCE INFO*. NONE LISTED

client: brohh mining corp. submitted bt: j. barron

PROJECT: NONE LISTED DATE PRINTED: 25-0CT-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 1018
Saiple Pickup 1

remarks: final results are reported.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO4. MR. JIM BARRON
HR * JTtt BARRON
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Inc
12980 C«dar Dr. 
Lakewood. Colorado 8(122* 
(303)9m»4

'report: o°-'-iis°

Geochemical
Lab Report

BONOARCLEGG

project: none listed RASE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

02 PS8-454-360-365 0.002 02 R88-456-540-565 0.002
02 R88-456-36-5-370 0.003 02 R88-456-565-570 <0.002
02 R88-456-370-375 0.007 02 R38-436-570-575 <0.002
02 R88-45A-375-380 <0.002 02 R88-456-575-580 <0.002
02 R88-45A-380-385 0.002 02 RS8-456-580-585 <0.002

02 R88-456-385-390 0.004 02 R88-456-585-590 0.003
02 R88-456-390-395 <0.002 02 R88-456-590-595 <0.002
02 R88-456-395-400 <0.002 02 R88-456-595-600 0.001
02 R88-454-400-405 0.009 02 R88-456-600-605 <0.002
02 R88-454-405-410 0.007 02 K88-456-605-610 0.002

02 R88-456-410-415 0.005 02 RS8-456-410-613 <0.002
02 R88-456-415-420 0.006 02 R88-454-615-620 <0.002
02 R88-456-420-425 <0.002 02 R88-456-620-625 <0.002
02 R88-454-425-430 0.003 02 R88-456-623-630 0.003
02 R88-456-430-435 0.003 02 R88-456-630-633 <0.002

02 R88-456-435-440 <0.002 02 R88-456-635-640 0.003
02 R88-454-410-445 <0.002 02 R88-456-640-645 <0.002
02 R88-456-445-450 0.005 02 R88-456-645-650 0.003
02 R88-454-450-455 0.011 02 R88-456-650-655 0.003
02 R88-456-455-460 0.008 02 R88-456-655-660 0.003

02 RB8-456-440-465 0.003
02 R88-456-465-470 0.004
02 R88-456-470-475 <0.002
02 R88-456-475-480 0.003
02 P83-456-480-485 0.002

02 R88-456-485-490 0.003
02 R88-454-490-495 <0.002
02 R88 456-495-500 <0.002
02 R38-436-50Q-505 <0.002
K R88-456-505-510 0.003

02 R88 454-510-515 0.008
02 RB8-456-515-520 o.oio /
02 R38-454-520-525 <0.002^
02 R88-456-525-530 0.002
02 R38-436-530-535 0.006

02 R88-456-535-540 <0.002
02 R88-456-540-5*5 <0.002
02 R83-456-545-550 0.006
02 R88-454-550-555 0.010
02 R88-454-555-560 0.009
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Bonfer-Clcgg, Inc.
1298© Wcsi C'tdar Dr.
Lakewood, Colorado 80228
»3<Bl 989-1404 *

BONDAR CLEGG

Geochemical
Lab Report

REPORT! 098-1166 ( COMPLETE ) REFERENCE INFO: NONE LISTED

client: brohm mining corp. 
project: gilt edge

SUBMITTED BYJ J. BARRON 
DATE PRINTED! 18-0CT-38

ORDER ELEMENT 

1 Au Gold

NUMBER Of LOWER
ANALYSES DETECTION LIMIT EXTRACTION

11 0.002 OPT

METHOD 

Fire Assss

SAMPLE TYPES 

D DRILL CORE

NUMBER

11

SIZE FRACTIONS 

2 -150

NUMBER SAMPLE PREPARATIONS NUMBER

11 Assey Prep 11

REMARKS) SAMPLE 50-55 WAS NOT RECEIVED WITH THE SAMPLE

SHIPMENT.

FINAL RESULTS ARE REPORTED.

REPORT COPIES TO) MRt JIM BARRON INVOICE TO: MR. JIM BARRON
MR. JIM BARRON


